
SECM Approach Curves
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-Bias tip so that proton reduction occurs spontaneously.
-Bias substrate so that hydrogen oxidation reaction occurs at catalyst sites.
-Move tip and monitor current to find active sites.

0.01M H2SO4 /0.1M Na2SO4 ; 25 µm tip


